
 

  
 
 
 
 

  
 

 

    Cross sectional area of reinforcement [mm2/m] at given bar spacing 
 

 

This information has been compiled with the utmost care. If nevertheless inaccuracies or imperfections occur, Betonstaal.nl accepts no liability for the possible consequences 

thereof. 

Bar spacing [mm] 50 75 100 125 150 175 200 225 250 300 

Number of bars per meter 20 13,3 10 8 6,67 5,7 5 4,4 4 3,3 

Diameter [mm] Cross section bar 

[mm²] 
Cross sectional area of reinforcement at given bar spacing [mm2/m]   

5 19,6 392 261 196 157 131 112 98 87 78 65 

6 28,3 566 377 283 226 189 162 142 126 113 94 

7 38,5 770 513 385 308 257 220 193 171 154 128 

8 50,3 1006 671 503 402 335 287 252 224 201 168 

9 63,6 1272 848 636 509 424 363 318 283 254 212 

10 78,5 1570 1047 785 628 523 449 393 349 314 262 

12 113,1 2262 1508 1131 905 754 646 566 503 452 377 

14 153,9 3078 2052 1539 1231 1026 879 770 684 616 513 

16 201,0 4020 2680 2010 1608 1340 1149 1005 893 804 670 

20 314,0  6280 4187 3140 2512 2093 1794 1570 1396 1256 1047 

25 490,6 9812 6541 4906 3925 3271 2803 2453 2180 1962 1635 

32 804,0 16080 10720 8040 6432 5360 4594 4020 3573 3216 2680 

40 1256,0 25120 16747 12560 10048 8373 7177 6280 5582 5024 4187 


