
 

  
 
 
 
 

  
 

 

 
 

MASS / CROSS SECTIONS REBAR 
(ribbed) 

 

 

 

 

 

This information has been compiled with the utmost care. If nevertheless inaccuracies or imperfections occur, 

Betonstaal.nl accepts no liability for the possible consequences thereof. 

 

Diameter Weight Total cross sectional area 

[mm] [kg/m] [mm²] 

  Number of bars 

  1 2 3 4 5 6 7 

5 0,157 20 39 59 79 98 118 137 

6 0,226 28 57 85 113 142 170 198 

7 0,308 39 77 116 154 193 231 270 

8 0,402 50 101 151 201 252 302 352 

9 0,508 64 127 191 254 318 382 445 

10 0,628 79 157 236 314 393 471 550 

12 0,905 113 226 339 452 566 679 792 

14 1,230 154 308 462 616 770 923 1077 

16 1,610 201 402 603 804 1005 1206 1407 

20 2,510 314 628 942 1256 1570 1884 2198 

25 3,930 491 981 1472 1962 2453 2944 3434 

32 6,430 804 1608 2412 3216 4020 4824 5628 

40 10,100 1256 2512 3768 5024 6280 7536 8792 


